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carcass only); and
• While pyrolysis rCB, 

post-treated via inorganic impu-
rities reduction, can theoretically 
achieve the entry level (i.e., N330) 
reinforcement in rubber, the G3C 
rCB is capable to achieve higher 
reinforcement (i.e., like  N339) 
without such post-treatment. 

.
G3C process upgrades rCB 

The G3C process upgrades 
rCB recovered from scrap tires 
by reducing sizes of primary CB 

The notion of three generations 
of tire conversion technologies 
was introduced by G3CT at the 
First RCB Congress in Berlin in 
May 2019.1

Generation 1 includes earlier 
pyrolysis systems, focusing on oil 
extraction from scrap tires. Py-
rolysis oil can be cleaned up and 
further refined to gasoline, diesel 
and other oil products

The Generation 2 category in-
cludes pyrolysis systems, focusing 
on recovery of carbon black (CB). 
Recovered carbon black (rCB), 
produced by pyrolysis, consists of 
the CB, which was originally built 
into tires, inorganic impurities and 
a small amount of carbonaceous 
residue. Oil also is extracted as a 
byproduct. Pyrolysis rCB can be 
used to produce carcass compo-
nents of tires, industrial rubber 
and plastic products, as well as 
some other products.

Generation 3 category includes 
systems that not only recover but 
also upgrade CB built into tires. 
The Generation 3 systems are 
capable of producing reinforced 
rCB from the entire tire recycled, 
which can be used in tire tread, 
as well as semi-reinforcing rCB 
suitable for tire carcass.

In-rubber performance shift
It is a commonly known phenom-

enon of “in-rubber performance 
shift,” which manifests itself in in-
ferior in-rubber performance of 
rCB, compared to the physical 
rubber characteristics expected 
based on the rCB colloidal proper-
ties values (e.g., OAN and STSA). 
This phenomenon was described in 
several publications, including 
slide 31 in the presentation by C.G. 
Jung and J. Bouysset2 (Fig. 1). 

As illustrated in Fig. 1, rCB 
rubber performance ranges are 
shifted in the chart along the 
surface area and structure axes 
toward lower grades (red arrows 
by author).

According to C.J. Norris at al,3 

“Colloidal properties suggest the 
pCB materials to have a reinforc-
ing potential between that of N330 
and N550 CBs, whereas physical 
property data suggest that they are 

more akin to the N700 series.”
C. Norris and M. Bennett4

demonstrated yet another illus-
tration of this phenomenon, as 
shown in Fig. 2:

The implications of this phe-
nomenon are:

• ELT-derived pyrolysis rCB 
can only replace semi-reinforcing 
vCBs; and

• Traditional in-rubber perfor-
mance prediction model, which 
works for vCB, does not work for 
rCB.

Reasons behind in-rubber 
performance shift

Several researchers attempted 
to explain the reasons behind the 
phenomenon of in-rubber perfor-
mance shift. Pieter ter Haar, the 
vice chair of ASTM International 
Committee D36, argues that ad-
ditional (in comparison to vCB) 
rCB contents (i.e., inorganic con-
taminations and chemical ef-
fects) are responsible for the 
suboptimal rCB performance in 
rubber compounds (Fig. 3).5

Chris Norris suggests that rCB 
underperforms in-rubber com-
pounds due to suboptimal aggre-
gate size distribution, limited 
cleanliness, deteriorated surface 
chemistry and composition.6

rCB in-rubber performance 
prediction model

Per referenced the above research 
in saying that rCB in rubber perfor-
mance prediction model have addi-
tional dimensions comparing to 
vCB in rubber performance predic-
tion model (Fig. 4). This is in addi-
tion to the two fundamental dimen-
sions responsible for binding rubber 

and CB molecules in rubber com-
pound (i.e., Surface Area and 
Structure). The additional di-
mensions include Cleanliness (i.e., 
oily residues and PAHs), Agglomer-
ate PSD (i.e., particle size distribu-
tion itself, as well as sieve residue), 
composition (i.e., inorganic impuri-
ties contents) and surface chemistry 
(i.e., carbonaceous residue) other.

G3C approach
G3C approach is based on recog-

nition of utmost importance of 
fundamental factors A and B (i.e., 
surface area and structure) for 
filler binding with rubber, leading 
to better performance in rubber. 
Therefore, the G3C approach im-
plements a drastic increase of 
STSA and OAN to significantly 
increase filler/rubber binding and, 
by doing so, mitigates detrimental 
effects of factors E, E and F. 

Factor C also is addressed by 
G3C process, but is not unique to 
it. Oily residue and PAH contents 
are reduced.

Factor D is addressed by thor-
ough milling and classifying, 
which also is not unique to the 
G3C process.

Factors E and F are not specif-
ically addressed by the G3C ap-
proach. The improvements in 
these areas are possible using 
methods complementary to G3C 
and would further improve rCB 
in-rubber performance.

Drastic increase of rCB surface 
area and structure can be viewed 
as a mitigation measure for the 
phenomenon of rCB in-rubber 
performance shift, as it provides 
a better starting point for this 
phenomenon to manifest itself as 

Visit www.ardl.com for our wide range of independent testing and compound development services.
Toll Free (866) 780-ARDL    •    Worldwide (330) 794-6600

answers@ardl.com

Akron Rubber Development Laboratory, Inc.

Industry Leading Automotive Material 
Testing and Development for Over 60 Years

Rubber. Plastic. Latex.

A Passion for Problem Solving

New approach to circular economy for tires

TECHNICAL NOTEBOOK
Edited by John Dick

Technical

Khusidman

Vitaly Khusidman is a 
founder and CEO of G3C Tech-
nologies Corp. He has 35 years 
of innovation experience in 
process control for the chemi-
cal, nuclear power, pharma 
and material handling indus-
tries, as well as broad experi-
ence in financial services. He 
also is experienced in starting 
and growing companies, as 
well as in business and finan-
cial management.

Khusidman has a track re-
cord in leading multi-discipline 
international teams of scien-
tists, engineers and innovation 
task forces. He has authored 
several papers and patents 
and is a frequent speaker on 
the topic of the circular econo-
my for tires and the methods of 
scrap tire conversion to recov-
ered carbon black. He is a 
member of ASTM Internation-
al Committee D36 for recov-
ered carbon black.

The author

Executive summary
Tire conversion technologies can be attributed to three generations.
Generation 1 mostly was extracting oil from tires. Generation 2 focuses on recovery of carbon black 

(rCB). And the future Generation 3 recovers and upgrades carbon black.
Multiple publications suggest that Generation 2 (i.e. pyrolysis, carbon black) at best is able to ex-

hibit semi-reinforcing in-rubber behavior because it consists of a mix of various grades of carbon 
black used in different parts of tires, with inorganic impurities and carbonaceous residue, while 
demonstrating reinforcement level colloidal properties (i.e. “in-rubber performance shift”).

G3C technology, a representative of Generation 3, is upgrading rCB and offsetting detrimental ef-
fects of “in- rubber performance shift.” The G3C process can produce reinforcing rCB and reduce PAH 
contents to acceptable levels.

Technical

Fig. 7: Experimental results for nuclear particle size reduction by G3C process.

Fig. 1: rCB in-rubber performance shift.1

Fig. 2: Pyrolysis rCB with colloidal properties akin N3XX/N5XX performs 
in rubber as N6XX/N7XX.4

Fig. 3: Reasons behind in-rubber performance shift.5

Fig. 4: vCB vs. rCB in-rubber performance prediction models.

Fig. 5: G3C approach for mitigation detrimental for in-rubber performance factors. 

Fig. 6: Theoretical model for nuclear particle size reduction by G3C process.

By Vitaly Khusidman
G3C Technologies Corp. 

illustrated in Fig. 5 consequently, 
produce better in-rubber results.

G3C intellectual property 
and differentiation

G3C Technologies was award-
ed with U.S. (9,663,662), Canadi-
an (3 015 887) and Indian (335664) 
patents on the G3C process. Sev-
eral national phase patent appli-
cations are filed in selected 
countries. 

The process differentiates it-
self from all traditional pyrolysis 
processes in the following ways: 

• G3C process recovers and 
upgrades rCB vs. traditional py-
rolysis, which just recovers CB; 

• The same G3C reactor can 
produce a variety of rCB grades 
with different properties from 
the same feedstock vs. the few 
grades typically produced by a 
conventional pyrolysis reactor;

• G3C rCB grades are replac-
ing reinforcing vCB grades (i.e., 
for the entire tire, including 
tread) vs. pyrolysis rCB, which  
is replacing only semi-reinforc-
ing vCB grades (i.e., for the tire 
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carcass only); and
• While pyrolysis rCB, 

post-treated via inorganic impu-
rities reduction, can theoretically 
achieve the entry level (i.e., N330) 
reinforcement in rubber, the G3C 
rCB is capable to achieve higher 
reinforcement (i.e., like  N339) 
without such post-treatment. 

.
G3C process upgrades rCB 

The G3C process upgrades 
rCB recovered from scrap tires 
by reducing sizes of primary CB 

particles (aka nuclear particles 
or nodules). The degree of reduc-
tion of primary particle sizes is 
controlled by process parame-
ters. The greater the reduction, 
the lower the yield of the up-
graded rCB.

Automobile tires are built with 
different grades of CB, which are 
used for different tire parts. The 
diagram in Fig. 6 illustrates the 
contents of various CB grades of 
a hypothetical scrap tire rubber 
(based on a typical 18-inch U.S. 

tire, as suggested by Wolfersdorff 
Consulting, Berlin). The average 
nodule size for such CB mix of 
grades is 35 nm, which matches 
grade N4XX according to ASTM 
D1765 - 95a Historical (the newer 
versions of ASTM D1765 no lon-
ger specify grades via primary 
particle sizes, instead nitrogen 
surface area is used). The same 
distribution of grades and the 
average nodule size are expected 
to be found in the rCB after the 
tire is processed with a conven-

tional pyrolysis process. 
After G3C processing with 40 

percent upgrade factor (i.e., aver-
age reduction of primary particle 
size) and with an assumption 
that all primary particles are 
reduced in size proportionally 
(which is a simplified model) the 
average size of a nodule was re-
duced to 23 nm, which matches 
grade N2XX according to ASTM 
D1765 - 95a Historical. Reduc-
tion of nuclear particle sizes ef-
fectively causes upgrade of the 
rCB mix of grades compared to 
the mix of grades that was origi-
nally built into tires or recovered 
using traditional pyrolysis. The 
diagram in Fig. 6 also illustrates 
that PSD of upgraded rCB mix 
becomes narrower and its multi-
modal shape is less apparent 
than in the case of original PSD.

The actual control experiment 
was conducted in G3CT’s lab in 
Tbilisi, Republic of Georgia, us-
ing truck tire feedstock. The 
same material was separately 
processed with traditional pyrol-
ysis and with G3C process. The 
pyrolysis produced rCB (prCB) 
and G3C process produced rCB 
(grCB). Both prCB and grCB 
were analyzed by Akron Rubber 
Development Laboratory Inc. in 
Akron (www.ardl.com) using 
ASTM D3849 method (Fig. 7).  

The average nuclear particle size 
of prCB was evaluated as 66 nm, 
while the same of the grCB was 
evaluated as 36.9 nm (44.1 percent 
reduction). The external surface 
area (STSA) of prCB was measured 
as 48 m2/g, while STSA of grCB 
was measured as 124 m2/g. These 
results confirmed the fact of up-
grading rCB mix by G3C process.

In-rubber testing of G3C rCB
G3CT has commissioned a 

project to test in-rubber several 
G3C rCB grades with wide range 
of colloidal properties. The rub-
ber compounding and testing 
was conducted by the Ace Prod-
ucts & Consulting L.L.C. in Ohio 
(www.aceprodcon.com).

The project included testing of 
six control vCB samples (i.e., 
N220, N339, N330, N550, N660, 
and N774), and six G3C rCB 
samples (i.e., G3C-1, G3C-2, G3C-
3, G3C-4, G3C-5, and G3C-6). All 
G3C rCB samples were produced 
from a pyrolysis char with OAN 
between 86 and 92 ml/100g and 
STSA between 53 and 72 m2/g. 

The 12 formulations included 
in the project are shown in Table 
1.  Each formulation contained 
100 percent of the filler (i.e., 55 
phr) from the respective sample. 

Table 2 provides MDR, physi-
cal and dispersion testing results 
for the 12 formulations.

The colloidal properties of the 
control samples are quoted from 
ASTM D1765 standard and the 
properties of the G3C rCB samples 
are measured using ASTM D2414, 
D3493 and D6556 methods.

Table 2 shows that selected 
G3C rCB samples demonstrate 
physical in-rubber properties 
comparable to commonly used 
vCB grades, including reinforc-
ing vCB grades N300 and N339. 

For example, in-rubber perfor-
mance of the following G3C 
grades resemble the performance 
of the selected vCB grades:

• G3C-1 rCB is comparable to 
N339 (red outline); 

• G3C-2 rCB is comparable to 
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Fig. 7: Experimental results for nuclear particle size reduction by G3C process.

Fig. 5: G3C approach for mitigation detrimental for in-rubber performance factors. 

Fig. 6: Theoretical model for nuclear particle size reduction by G3C process.

Fig. 8: DMA testing results for selected G3C rCB and control vCB samples.

Fig. 9: G3C technology implementation models.

illustrated in Fig. 5 consequently, 
produce better in-rubber results.

G3C intellectual property 
and differentiation

G3C Technologies was award-
ed with U.S. (9,663,662), Canadi-
an (3 015 887) and Indian (335664) 
patents on the G3C process. Sev-
eral national phase patent appli-
cations are filed in selected 
countries. 

The process differentiates it-
self from all traditional pyrolysis 
processes in the following ways: 

• G3C process recovers and 
upgrades rCB vs. traditional py-
rolysis, which just recovers CB; 

• The same G3C reactor can 
produce a variety of rCB grades 
with different properties from 
the same feedstock vs. the few 
grades typically produced by a 
conventional pyrolysis reactor;

• G3C rCB grades are replac-
ing reinforcing vCB grades (i.e., 
for the entire tire, including 
tread) vs. pyrolysis rCB, which  
is replacing only semi-reinforc-
ing vCB grades (i.e., for the tire 

See Tires, page 22
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Table 2: MDR, physical and dispersion results for G3C rCB in-rubber performance testing.

Table 3: Abrasion testing results for selected G3C rCB and control vCB samples.

Table 4: PAH contents testing for G3C rCB samples and for feedstock low temperature pyrolysis rCB.

N330 (blue outline); and 
• G3C-4 rCB is comparable to 

N660 (yellow outline).
Fig. 8 shows the DMA tan 

delta testing results for selected 
control and G3C rCB samples. 
The diagram in Fig. 8 suggests 
that selected G3C rCB samples 
are expected to perform particu-
larly well in tire applications in 
cold weather and to have good 
rolling resistance.

Table 3 provides results (i.e., 
ARI–Abrasion Resistance Index) 
of abrasion resistance testing for 
the rubber made from selected 
control vCB (i.e., N220, N339, 
and N330) and G3C rCB (i.e.  
G3C-1, G3C-2, and G3C-6). 

G3C process reduces PAH 
contents

Reduction of PAH contents of 
rCB has at least two objectives: 
improvement of rCB’s in-rubber 
performance and compliance with 
environmental regulations, e.g., 
by EPA (USA), EU-REACH (Eu-
rope), etc. 

The G3C process significantly 
reduces PAH contents of rCB, as 
illustrated in Table 4. PAH 
contents testing was performed 
by the MAS-TP lab, Germany 
(www.mas-tp.com/en).

The PAH contents test was 
conducted for the low tempera-
ture pyrolysis char (Pyro Char), 
which was used as a feedstock for 
G3C process and for two different 
samples of G3C rCB, produced 
from this feedstock by two process 
instances. Cabot internal limit 
for EU8 set of PAHs was used as a 
reference.7 The PAH contents of 
Pyro Char was measured as very 
high, while both derived G3C rCB 
samples had PAH contents are 
well below the referenced limits. 

G3CT plant implementation 
model

The G3C process is capable of 
conversion of either crumbed tire 
rubber or pyrolysis char derived 
from scrap tires into rCB with 
high structure and high surface 
area. This enables two imple-
mentation models of G3C process 
in the tire conversion plant, as 
illustrated in Fig. 9.

In the one-stage model, the 
steel-free crumbed scrap tire 
feedstock is fed into the G3C Sys-
tem, which produces raw G3C 
rCB; the latter is milled and pel-
letized. In the two-stage model 
the scrap tire feedstock is fed 
into a traditional low tempera-
ture pyrolysis system, then the 
produced pyrolysis char is for-
warded to the G3C system, which 
produces raw G3C rCB; the latter 
is milled and pelletized. Each 
model has pros and cons.

The one-stage model has homo-
geneous design and can be used in 
the new plants. The two-stage 

model can be used in the new 
plants, as well retrofitted into ex-
isting pyrolysis plants. Addition-
ally, the two-stage model allows 
one to extract most of the high 
value light oil in the scrap tires in 
the most efficient way during the 
first stage pyrolysis process, 
while sending its solid output and 
excess energy to the second stage. 
The mass of the pyrolysis char 
entering the second stage rep-
resents 40-50 percent of the mass 
of the feedstock fed into the first 
stage. Therefore, the capacity of 
more sophisticated and more ex-
pensive second stage equipment 
may be cut at least in half com-
pared to the one-stage model.

Conclusion
The rCB industry, with its re-

liance on traditional pyrolysis, 
has fundamental limitations for 
in-rubber performance of rCB, 
caused by inorganic impurities, 
chemical activity and other det-
rimental to performance factors. 

Despite the colloidal properties 
of the best-known pyrolysis rCB 
products reaching the values com-
parable to reinforcing vCB, in-rub-
ber performance of such rCB can 
only demonstrate semi-reinforc-
ing characteristics without the 
additional step of removing inor-
ganic impurities. Even with this 
step, only entry level reinforcing 
(i.e., comparable to N330) can be 
theoretically achieved for pro-
cessing the entire tire. G3C rCB 
can be further improved by remov-
ing inorganic impurities from it.

The G3C process is able to pro-
duce rCB comparable to reinforc-
ing vCB through mitigation of det-
rimental factors by drastically 
increasing structure and surface 
area. G3C rCB also has shown 
comparable to reinforcing vCB 
DMA and abrasion characteristics. 

The G3C process produces rCB 
with low PAH contents, compliant 
with U.S. and European PAH 
contents regulations. 

As a result, the G3C process en-
ables a new approach to the circular 
economy for tires by providing filler 
for all parts of the tire. 
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